
Green Journals
International Approved Journals

Journal Information

Journal Title Physics of Metals and Metallography

Publisher Pleiades Publishing

ISSN 0031-918X

E-ISSN 1555-6190

Database SCOPUS

Domain Physical Sciences

Classification History

Year A+ A B C

2026 ✓ ✓

2025 ✓ ✓

2024 ✓ ✓

2023 ✓ ✓

2021/2022 ✓ ✓

2020 ✓ ✓

2019 ✓ ✓

2018 ✓

Classification:  The table above shows all journal classifications recorded for each
classification year in the Green Journals database. A journal may have more than
one classification in the same year.

Recent Articles

Study of Crystallization of an Equiatomic AgAu Alloy Nanodroplet on Crystalline, Semicrystalline and Amorphous Ag Substrates Using Molecular
Dynamics Simulations
2026-4   Vol. 127   Issue 4   Pages 416-425
Authors: Abhinash Tamang, Manash Protim Hazarika, Tapan Parsain et al. 
DOI: 10.1134/s0031918x25602690 

Effect of Solution Temperature on Precipitated Phases and Mechanical Properties of Extruded Al–1.2Mg–2.4Si–0.6Mn Alloy
2026-4   Vol. 127   Issue 4   Pages 426-438
Authors: Dong Chen, Fei Zhang, Ziheng Wang et al. 
DOI: 10.1134/s0031918x26600454 

Electrical Resistance and Hall Effect in Thin Platinum Films: The Role of Thickness and Temperature
2026-4   Vol. 127   Issue 4   Pages 387-393
Authors: R. S. Zavornitsyn, N. G. Bebenin, L. I. Naumova et al. 
DOI: 10.1134/s0031918x26600533 

Low-Temperature Magnetic Properties of Disordered fcc Fe–Ni Alloys in the Dynamic Spin-Fluctuation Theory
2026-4   Vol. 127   Issue 4   Pages 394-399
Authors: N. B. Melnikov, B. I. Reser 
DOI: 10.1134/s0031918x26600296 

Green Journals 
https://www.green-journals.com | info@green-journals.com

Printed: November 7, 2026 20:22



Effect of Plasma-Induced Surface Modification on the Electrical Conduction Mechanism of Nd0.9Gd0.1FeO3 Orthoferrite Compounds
2026-4   Vol. 127   Issue 4   Pages 400-415
Authors: Prafulla Kumar Pradhan, N. K. Mohanty, Gyanendra Kumar Mishra et
al. 
DOI: 10.1134/s0031918x26600478 

Spin-Motive Force of a Non-Uniform Exchange Field and Spin Relaxation of Conduction Electrons as Key Factors Forming Magnetoresistance of
Metallic Helimagnets
2026-3   Vol. 127   Issue 3   Pages 277-291
Authors: V. V. Ustinov, I. A. Yasyulevich 
DOI: 10.1134/s0031918x26600363 

Effect of Thermomechanical Treatment on the Structure and Functional Properties of Medical-Grade Biocompatible Ti–Zr–Nb–Sn Shape Memory
Alloys
2026-3   Vol. 127   Issue 3   Pages 316-331
Authors: M. A. Derkach, S. D. Gunderova, O. V. Strakhov et al. 
DOI: 10.1134/s0031918x26600387 

Formation and Heredity of Coarse MgZn2 Phase in Zn–Al–Mg Alloys
2026-3   Vol. 127   Issue 3   Pages 344-355
Authors: Zhen Tian, Changjun Wu, Ya Liu et al. 
DOI: 10.1134/s0031918x26600235 

Formation of Intermediate O' and O'' Phases in Titanium Alloys
2026-3   Vol. 127   Issue 3   Pages 292-303
Authors: K. I. Lugovaya, I. V. Narygina, A. A. Popov et al. 
DOI: 10.1134/s0031918x26600521 

2D Simulation and Visualization of γ → α Transformation in Pure Iron Based on the Classical Approach
2026-3   Vol. 127   Issue 3   Pages 356-373
Authors: I. I. Gorbachev, E. I. Korzunova, V. V. Popov 
DOI: 10.1134/s0031918x26600545 

Green Journals 
https://www.green-journals.com | info@green-journals.com

Printed: November 7, 2026 20:22


